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Auftraggeber: 
Client: 

Two Moms Corp. LTD 
6F-1, No. 631, Sec. 1, Chongde Rd., North Dist., Taichung City 40452, 
Taiwan, R.O.C. 

Gegenstand der Prüfung:
Test Item: 

1 Silica gel cup 

Bezeichnung: 
Identification: 

Silica gel cup 

Anlieferungszustand: 
Delivery condition: 

apparent good Eingangsdatum: 
Date of Receipt: 

2014-10-02 

Prüfort: 
Testing location: 

TÜV Rheinland Hong Kong Ltd. 

 

Prüfgrundlage: 
Test specification: 

According to customer request: 

Lead and Phthalates according to the US Federal Consumer Product Safety 
Improvement Act of 2008 

Prüfergebnis: 
Test result: 

The test results are the measurements, stated in the test report. 

geprüft: tested by: 

 

kontrolliert:  checked by: 

 

 2014-10-13 Sunny Hu 
/Senior Specialist  

 2014-10-13 Tammy Wang 
/Project Manager 

 

 Datum 
Date 

Name/Stellung 
Name/Position

Unterschrift 
Signature

 Datum 
Date

Name/Stellung 
Name/Position

Unterschrift 
Signature

 

Sonstiges/ Other Aspects:  

Test period: 2014-10-02 – 2014-10-13 
 

Abkürzungen: ok / P  =  entspricht Prüfgrundlage 
 fail / F  =  entspricht nicht Prüfgrundlage 
 n.a. / N  =  nicht anwendbar 

Abbreviations: ok / P  =  passed 
 fail / F  =  failed 
 n.a. / N  =  not applicable 

Dieser Prüfbericht bezieht sich nur auf das o.g. Prüfmuster und darf ohne Genehmigung der Prüfstelle nicht 
auszugsweise vervielfältigt werden. Dieser Bericht berechtigt nicht zur Verwendung eines Prüfzeichens. 

This test report relates to the a. m. test sample. Without permission of the test center this test report is not permitted to be 
duplicated in extracts. This test report does not entitle to carry any safety mark on this or similar products. 
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Sample: Silica gel cup 
 

Lab No.:  TCL141001-04 
    

Material List 

Mat. No. Description Material Color 

1 Cup Plastic Translucence 

2 Frame Plastic Aqua 

3 Cap Plastic Translucence 
 
 
 
Test Sample  
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Test Method : Lead - CPSC-CH-E1002-08.2 
  Phthalates - CPSC-CH-C1001-09.3 
 
 
 
Sample/Material No.  1 2 3 
     
Lead (Pb) mg/kg <20 <20 <20 

 
*According to the US Federal Consumer Product Safety Improvement Act (CPSIA) of 2008 the limit on lead 
content in parts of children’s products and lead in paint are regulated as follows: 
 

 
 
 

Sample/Material No.  1+2+3 
   
Diethylhexylphthalate (DEHP) 1) % <0.01 
Dibutylphthalate (DBP) 1) % <0.01 
Benzylbutylphthalate (BBP) 1) % <0.01 
Di-n-octylphthalate (DNOP) 2) % <0.01 
Diisononylphthalate (DINP) 2) % <0.01 
Diisodecylphthalate (DIDP) 2) % <0.01 
 
*According to the US Federal Consumer Product Safety Improvement Act (CPSIA) of 2008 (effective from 
February 10, 2009) the concentrations of phthalates in products must not exceed 0.1%(=1000 mg/kg). 
1) Compounds are banned on any children’s toy or child care article. 
2) Compounds are interim banned on children’s toy that can be placed in a child’s mouth or child care article. 
 
--- End of Test-Report --- 

Lead in substrate (any part of the product)  Lead in paint 
Effective date Limit  Effective date Limit 

February 10, 2009 600 ppm (mg/kg)  August 14, 2009   90 ppm (mg/kg) 
August 14, 2009 300 ppm (mg/kg)    
August 14, 2011 100 ppm (mg/kg)    


